WEAR TABLES

Webbing pictures outlined in red in the tables below show webbing that MUST be
taken out of service and replaced immediately to continue using your TRUBLUE
iQ.

TRUBLUE iQ
Edge and Face Wear Progress of Bumper Stitch
Separation
Edge Wear 23|
Edge Wear TR
Monitor Manibol

Face Wear

Replace Monitor |

Edge Wear

Replace Monitor |

Edge Wear

Replace Replace |

MOLDY WEBBING
Any webbing showing signs of mold should be taken out of service.

UV EXPOSURE
Webbing used outdoors in direct sunlight for extended periods of time should be
replaced more frequently. Recommend at least every 6 months.



